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Subject: Painting Weathere
  
Discussion: 
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Recommendation:  

• Apply stabilizer only on unpainted we
is equal or better than Pittsburgh Pa
http://www.emeraldpaint.com/files/TDB

• Do not tint stabilizer 
• Do not apply stabilizer over paint. 
• Apply only water-based solid color s
• Do not apply as a clear coat, must a
• Stabilizer not recommended for deck
• Avoid priming late in the day or when

threatens. 
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Wood stabilizer applied as a primer to unpainted wood repairs just prior to painting. Plum 
Orchard Mansion, Cumberland Island National Seashore. 
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